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NOTES: (UNLESS OTHERWISE SPECIFIED)

THIS IS A CRYOGENIC VACUUM COMPONENT.
WELDING PROCEDURE: PER VENDOR SPECIFICATION WITH LBNL APPROVAL.

DESCRIPTION MATERIAL MAT. LOCATION

A

CLEANING PROCEDURE : PER VENDOR SPECIFICATION WITH LBNL APPROVAL. 4
PACKAGING AND STORAGE PROCEDURE OF THE COMPONENTS:
PER VENDOR SPCIFICATION WITH LBNL APPROVAL . ?
DIMENSIONS AND TOLERANCING PER ANSI Y14 .5M-1982. 4y//x’ 2.25
UNITS ARE IN INCHES [mm] UNLESS OTHERWISE SPECIFIED. @ 750 [19.05] TUBE X [57.2] SCALE 3/8
USE OF SULFUR OR SILICONE BEARING OILS, LUBRICANTS, (065 L1 65 ] WALL '__
OR COOLANTS ARE STRICTLY PROHIBITED.
USE OF RESIN OR RUBBER BONDED ABRASIVES UNDER POWER
IS STRICTLY PROHIBITED. USE VITREOUS BONDED ABRASIVES
ONLY .
VENDOR SUGGESTED CHANGES TO WELD PREPS: SUBECT TO 3
LBNL APPROVAL . 5.44

[138.2]
FLBOWS MAY BE USED ON THE TUBE BENDS AS NEEDED.
VENDOR SUGGESTED CHANGES TO TOLERANCES TO FACILITATE
FABRICATION OR ASSEMBLY; SUBECT TO LBNL APPROVAL.
REMOVE ALL THE BURRS AND REAM THE ENDS FOR CIRCULARITY -
AND CLEAN ENDS.
TUBE END SURFACE MUST BE PERPENDICULAR TO THE TUBE AXIS
WITHIN +/-.010. -
PERFORM ACCEPTANCE TESTS PER SECTION 3.2 OF LBNL £
SPECIFICATION M856. 2.25 Y

[57.2] 1~
MATERIAL 1S 300 SERIES STAINLESS STEEL PER VENDOR 3
SPECIFICATION AND SUBJECT TO LBNL APPROVAL. ALLOY s 2
MUST BE COMPATIBLE WITH WELDING TO 304L STAINLESS @.677 [17.2]1 TUBE X s N
STEEL TUBING . 029 [0.721 WALL =

—a—» DIRECTION OT THERMAL CONTRACTION

[25.4] TRAVEL FROM SHOWN POSITION

UNLESS OTHERWISE SPECIFIED | SHOP ORDERS | - ERNEST ORLANDO LAWRENCE /xl

SxEol FRAC. £ 1764 |1 T BERKELEY NATIONAL LABORATORY £772%f ﬂ

S X0 £ 0,03 |Angles = 1.00° | M- UNIVERSITY OF CALIFORNIA - BERKELEY 1

S [ X £ 0010 [FINIsH s, | TRACE - LHC IR FEEDBOX

DO NOT SCALE PRINT [ufiep 16 CRYOGENICS

THREADS ARE CLASS 2 PROSECT /A BRAIDED FLEX HOSE, 3/4" ID X 5.4" LL o

CHAMFER ENDS OF ALL SCRW TREADS 30° mggECTN/A MICROF I LMED: DWG. TYPE SHOWN ON seae: 3/ 4 ‘scDA?E g‘n%s%
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